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Fujian Tsingtuo Shangke Stainless Co.Ltd

FE iR EIE S (EN10204 3. 1)

Hihk (Add) . FEEAE THETAE LTS B ERAT1995
No. 199, Shangyang Village, Wanwu Town,
Fu’ anCity, Ningde Province ,Fujian

HiiE (tel) : 0593-6298199
A5 H (fax): 0593-6298199

Y 'J G F PRODUCT QUALITY CERTIFICATE(EN10204 3.1) ' 3 - BE4%: 355006
[ Y v
fhAG: AGENRELAR AN IRk gl 5 KL/ EH S
No. Cold rolled stainless steel plate, sheet and strip Customer BB LT R AR IR A Certificate No SKPZ20250100248
P Fh R B _ R H 35
Type 4105 Surface BA Specification ASTM A240/A240M-24 Date of survey 2025/1/15
WS (JB%%4HT) Chemical composition (Heat analysis) % P iR Tensile R
‘ PR | ERE | WEE | gard
] ] Fi WG L Wf%;i;t %% | si Mn p S Ni cr | BELS | BPY.S | Elong | vy | RBCRE
No. Heat Number Use Coil No. Size (mm) (ke) Grade (N/mm2) | (N/mm2) (%) State
0.00- | 0.00- | 0.00- | 0.00- | 0.00- | 0.00- | 11.5
0.08 | 1.00 | 1.00 | 0.04 | 003 | 0.6 | 135 | =5 | =205 ) =2 | SI83
1| A241003a20 | atospa | SKHO000002047 |y oouionexc | 11049 | A | 0.008 | 0.272 | 0.310 | 0.024 [0.0022 | 0.090 [11.790 | 479 | 325 | 29 146 | FEmibE
2 | A241003ar20 | 4t0sBa | SRAAID009902647 |y oouioseec | 10612 | 4 | 0.008 | 0.272 | 0.310 | 0.024 | 0.0022 | 0.090 |11.790 | 479 | 325 | 29 146 | At
Bt Total 21661

ERE

L. D SRIS FRAGAREEN:  50mm.

Tensile Test original gauge length : 50mm.

2. SLEIARETBI= G, BRFEREHE. Bk, RIRRRR, FRFamERERER.

We hereby certify that the products listed in this table are manufactured, sampled, tested and tested in accordance with the standards, and are in conformity with the

standards and contract requirements.

AP RERETEN L AEREINNHEHRATEY, HELXH.

This certificate is valid with the seal of the quality management department or the official seal of the authorized sales department, and the copy is invalid.

4. MFRLEIE YIRS . PED 4.3 (2014/68/EU) iEPB4RE: HPiVS-iP1001-192-Q-03-00;
No. : HPiVS-iP1001-192-Q-03-00

Certificates of approval of manufacturer of materials: PED 4.3 (2014/68/EU)

COUNTRY OF ORIGIN: CHINA




